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1 DATE : 10.02.2021
2 Product Name: Fiberglass mesh 75gr
3 Production Date: 10.02.2021

4 Storage Term:
5 Measure Unit
6 Quantity, m

2 years after date of production in dry Warehouse

Ne Indicator Meausure Norm Test result Test Method
3 Number of threads 10 wrap/10 cm 20.21 1 EAD 040016-00-
cm (warp) weft/10 cm 0404:2016,Cl. 2.2.6
5 Number of threads 10 | wrap/10 cm 18-20 19 EAD 040016-00-
cm (weft) weft/10 cm 0404:2016, Cl. 2.2.6
3 |width cm 99,5-101 99,9 il
0404:2016, Cl. 2.2.5
EAD 040016-00-
4 i 2 -80 12,5
Mass per unit gr/m 70-8 : 0404:2016, Cl. 2.2.8
EAD 040016-00-
5 |Ash content % not less than 15 16,9 "
0404:2016, Cl. 2.2.2
40016-00-
6 [Tearing Force (warp) W/5 cm | not less than 1000 1140 S SRS
0404:2016, Cl. 2.2.7
. u\o 040016-00-
71T
earing Force (weft) W/5 cm not fess than 800 830 0404:2016, CI. 2.2.7
AD 04 -00-
8 |Cell size warp direction mm not less than 5 51 i i

0404:2016, Cl. 2.2.4

9 |Cell size weft direction

EAD 040016-00-

5 5,26
0404:2016, Cl. 2.2.4
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